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Abstract: Engineered nanomaterials are increasingly being developed for paints, sunscreens,
cosmetics, industrial lubricants, tyres, semiconductor devices, and also for biomedical applications
such as in diagnostics, therapeutics, and contrast agents. As a result, nanomaterials are being
manufactured, transported, and used in larger and larger quantities, and potential impacts on
environmental and human health have been raised. Poly(amidoamine) (PAMAM) dendrimers are
specifically suitable for biomedical applications. They are well-defined nanoscale molecules which
contain a 2-carbon ethylenediamine core and primary amine groups at the surface. The systematically
variable structural architecture and the large internal free volume make these dendrimers an attractive
option for drug delivery and other biomedical applications. Due to the wide range of applications,
the Organisation for Economic Co-Operation and Development (OECD) have included them in their
list of nanoparticles which require toxicological assessment. Thus, the toxicological impact of these
PAMAM dendrimers on human health and the environment is a matter of concern. In this review,
the potential toxicological impact of PAMAM dendrimers on human health and environment is
assessed, highlighting work to date exploring the toxicological effects of PAMAM dendrimers.
Keywords: PAMAM dendrimers; nanotoxicology; engineered nanoparticle; nanomedicine; toxicology

1. Introduction
Nanotechnology is a new and rapidly emerging field that involves the design, production,
and exploitation of structures at the nanoscale. A nanomaterial is a material that has one or more
external dimensions in the nanoscale or which is nanostructured. A nano-object with all three external
dimensions in the nanoscale is defined as a nanoparticle [1]. Nanotechnology is a sector of the materials
manufacturing industry that has already created a multibillion market which is widely expected to
grow to 4.4 trillion $US by 2018 [2]. Numerous applications of nanoparticles are already on the market,
in products such as paints, sunscreens, cosmetics, self-cleaning glass, industrial lubricants, advanced
tyres, semiconductor devices, medicine, and food [3–5].
In the biomedical field, nanotechnology is also projected to have a significant impact and has
already created a 96.9 billion $US market [4]. For example, polymeric micro and nanoparticles have
been proposed for a wide range of medical applications in terms of diagnosis, tissue engineering, and as
drug delivery devices [6–12]. Several nano-formulations like Doxil (liposome-based nanoparticles),
DaunoXome (PEGylated lipososmal doxorubicin), Myocet (Liposomal daunorubicin), Abraxane
(albumin-bound paclitaxel nanoparticles) have been approved for clinical use and several other
nanoformulations are undergoing clinical trials [13]. Inorganic nanomaterials are being proposed as
imaging probes for magnetic resonance imaging (MRI) [14,15], computed tomography (CT) [16,17],
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and dual-energy mammography (DEM) [18,19]. Polymeric nanomaterials based on US Food
and Drug Administration (FDA) approved polymers such as poly(lactic-co-glycolic acid) (PLGA)
and poly(lactic acid) (PLA) have been proposed as drug delivery vehicles and vaccine delivery
systems [20–23] and for tissue engineering [24].
Dendritic nanoparticles such as poly(amidoamine) (PAMAM) dendrimers have already been
explored for applications such as targeted drug delivery in cancer therapy [25–28], gene delivery [29–31],
medical imaging applications [32–35], and also the mannosylated form of PAMAM dendrimers has been
proposed for vaccine delivery systems [36].
2. Toxicology of Engineered Nanoparticles
Nanotoxicology is an evolving sub-specialty of particle toxicology. It addresses the toxicology
of nanoparticles, which in general appear to elicit specific biological responses that are governed by
their nano-size which absent in bulk form. The proliferation of nanotechnology, as well as increase in
the anthropogenic nanoparticulate matter has prompted concerns over the safety of these nano-sized
particles per se, that may have either intentional or occupational exposure to human or the environment.
Therefore, it is important to understand the interaction of nanomaterials with living organisms in
terms of potential toxicological impacts on both the environment and human health.
Nanotoxicology was mostly focused on individual studies, with one to a few nanomaterials, on the
biological interaction of nanoparticles without greater integration and coherence among them [37–46].
However, more recently bigger consortia have been formed, e.g., EU sponsored FP7-NANOREG
project etc., with integrated and harmonised approaches for screening of a wide range of nanomaterials
in parallel with different biological models using standardised protocols [47]. Physico-chemical
characteristics of the nanoparticles such as particle size, surface area, surface charge and morphology
have been identified as important factors in determining their toxic effects [39,45,48–50] and the
importance of appropriate characterisation of these properties has been highlighted [51]. The smaller
a particle is, the larger its surface area to volume ratio is, and thus the associated chemical and
biological activity of the material is increased. The greater chemical reactivity of nanomaterials
results, for example, in increased production of reactive oxygen species (ROS) [50,52], including
free radicals. In the case of nanotoxicology, increased levels of intracellular ROS as a result of
nanoparticle exposure have been identified as a fundamental precursor to inflammation, genotoxicity,
and apoptosis [53]. Oxidative stress induces signaling pathways of MAPK and transcription factors
such as NFkB, AP-1 [54–56]. These transcription factors induce mRNA expression of pro-inflammatory
mediators, finally causing inflammation. Persistent inflammation can lead to cell damage, induced by
chemical/physical injury, anoxia, or nanoparticles. When nanoparticles enter into the bloodstream,
they immediately encounter a complex environment of plasma proteins and immune cells [57].
In addition, some nanoparticles seem to be able to translocate from their site of deposition to more
remote sites such as brain [58,59]. Notably, toxicity of the engineered nanoparticles is dependent upon
the surface coating materials; in a recent study of gold nanoparticles, it was observed that the in vitro
toxicity was due to the coating materials rather than exposure dose or time [60].
In addition to potential human hazards, the effect of nanoparticles on the environment should also
be considered. The assessment of adverse environmental effects of nanoparticles requires a detailed
understanding, for example, mobility, reactivity, toxicity, and bio-persistence in the environment [61].
Over the last decade, an increasing number of ecotoxicological studies of engineered nanomaterials
have emerged in the literature. Many studies have focused on carbon based material [62–68], various
metallic nanoparticles (e.g., silver, zinc, cadmium, iron oxide, etc.) [69–71], as well as polymeric
nanoparticles (e.g., dendrimers) [48,49,72]. Carbon based materials, such as carbon nanotubes,
have been investigated in a wide range of ecological organisms, such as algae [73], daphnia [74],
and fish [75]. Ecotoxicity of metallic nanoparticles, such as silver nanoparticles, have been also
been investigated [76–79]. Oprsal et al. reported that the toxicity of silver nanoparticles was due
to bioaccumulation of sedimented silver nanoparticle aggregates in the fish model and therefore
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an increase in the local silver concentration can be responsible for the toxicity [79]. Ramskov et al.,
reported that, in invertebrate sediment dwelling organism, the bioaccumulation was much higher
in worms than in snails, which can be due to sediment avoidance behavior of the snail species [78].
However, the toxicity, in terms of growth and mortality, of silver nanoparticles also differed among the
worm species used in this study. Such a species-specific effect is likely related to differences in uptake
route, internalization, and detoxification capacity.
3. PAMAM Dendrimers
PAMAM dendrimers are well-defined nanoscale constructs, originally synthesised by Tomalia et al.,
and have a range of potential novel applications in the biomedical field [80]. PAMAM dendrimers
contain a 2-carbon ethylenediamine core and for each increase of generation, by a stepwise synthesis,
the effective surface charge, molecular weight, and size increases systematically. With increasing
generation, the number of surface amine groups increases, while the distance between the surface
charges decreases, which helps to seal the interior from the bulk solution [81]. These properties can be
useful to enhance the encapsulation and release of different drugs from the dendrimers. The quantity
of entrapped guest molecules depends upon their size and shape, as well as size of the dendrimer’s
internal cavities. It has been proposed that these dendrimers can be opened under controlled conditions
to release entrapped drug molecules by partial or total hydrolysis [82–84]. Thus, the systematically
variable structural architecture and the large internal free volume make these dendrimers an attractive
option for drug delivery and other biomedical applications [85–88].
Kannan et al. have reviewed the development of dendrimer based applications in nanomedicine,
describing the evolution of polymer based nanomedicine as well as the challenges to advancing
nanomedicine/therapies into clinical trials and legislative approval. In terms of critical nanoscale
design parameters, they advocate the use of dendritic nanoparticles as their functions involving
PKs, PDs, drug delivery strategies, excretion modes, biodistribution patterns, biocompatibility,
and nanotoxicology can readily be optimised, and describe the state of the art of dendrimer-based
in vivo therapies [89].
It is also possible to passively target PAMAM dendrimers to a tumor because of the increased
permeability of tumor vasculature to macromolecules and also due to the limited lymphatic
drainage [90]. The unique properties of dendrimers, as compared to linear polymers, render them of
interest for intracellular drug delivery system for cancer therapy [91]. PAMAM dendrimers have also
been proposed for tumor targeting using FDA-approved antibodies, such as trastuzumab [92–94] and
cetuximab [95,96], against epidermal growth factors.
Amine terminated PAMAM dendrimers have been shown to enhance anti-ovalbumin
immunoglobulin-G and immunoglobulin-M levels and have also been used as adjuvants in
vaccine delivery systems [97]. N-acetyl-D-glucosamine modified PAMAM dendrimers improve the
immunogenicity by upregulation of antibody formation via activation of natural killer cells [98].
Another study showed that PAMAM dendrimers of the mannosylated form potentiate the
immunogenicity and they have been proposed for vaccine delivery systems [36].
PAMAM dendrimers are also well documented for the application in magnetic resonance imaging
(MRI) using Gd-radiolabeled PAMAM dendrimers with DTPA chelate [99]. Using PAMAM dendrimers
as a vehicle, Gd-DTPA-PAMAM dendrimers increase the longitudinal relaxation (r2 relaxivity) which
improves the MR signal in the surrounding tissue. Also, it has been reported that conjugation of
Gd-DTPA with PAMAM dendrimers improves the stability of the Gd-DTPA complex and reduces
renal toxicity due to free gadolinium, which was observed in free Gd-DTPA (Magnevist® ). It has
also been shown that folate-conjugated PAMAM-Gd significantly improves the tumor targeting and
increases the MR signal in the tumor [100].
Notably, however, in recent times, the number of articles on the topic of nanoparticle toxicity,
PAMAM dendrimers, and PAMAM dendrimer toxicity published and cited has been increasing
daily (Figure 1). While much of the published research has focused on in vitro or in vivo toxicity of
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3.1.2. Physicochemical Properties of PAMAM Dendrimers versus Toxicity
The surface coating has been seen to determine the cytotoxicity/biocompatibility for many
nanoparticles [119]. In the case of PAMAM dendrimers, the toxicity is largely due to the surface amine
groups, and several studies have reported that after surface modification (resulting in neutral or anionic
surfaces) the toxicity of PAMAM dendrimers can be reduced. A number of studies have explored the
underlying mechanisms of this dependence of the toxic response on dendrimer surface properties.
G2 and G3 of the cationic phosphorous dendrimer have been tested in murine embryonic
hippocampal cells (mHippoE-18) and both dendrimers induce mHippoE-18 cell death by generation
of reactive oxygen species, alteration of the mitochondrial membrane potential, changes in cell cycle
phase, and DNA damage [120]. Cationic PAMAM dendrimers are haemolytic and cytotoxic, depending
on the molecular weight, number of surface amine groups, and generation of PAMAM dendrimers;
whereas anionic PAMAM dendrimers and PEO modified CSi-PEO dendrimers are neither haemolytic
nor cytotoxic [110]. Another study demonstrated the effect of surface functionality of PAMAM
dendrimers on enzyme activity. In this study, cationic (G4 PAMAM –NH2 ), neutral (G4 PAMAM –OH),
and carboxylated (G3.5 PAMAM –COOH) dendrimers were employed. It was seen that positively and
neutral charged PAMAM dendrimers inhibit the enzyme activity of pepsin, whereas negatively charge
PAMAM dendrimers have no effect of enzyme inhibition [121]. Surface modification of G5 PAMAM
dendrimer with zwitterionic carboxybetamine was seen to reduce the toxic effect of dendrimers [122].
Similar surface modification of G4 PAMAM dendrimer with 4-carbomethoxypyrrolidone reduced
the toxicity in terms of intracellular ROS generation and alteration of mitochondrial membrane
potential [123]. When the surface of PAMAM G4 is modified with dimethyl itaconate, resulting
in pyrrolidone at the PAMAM surface, it was found that no haemolytic effect was observed [124].
PEGylation also dramatically reduced the haemolytic effect of PAMAM dendrimers [113] and another
study reported that systematic replacement of the surface amine groups with acetyl groups in PAMAM
dendrimers resulted in a 10-fold reduction of the toxicity [125].
3.1.3. Cellular Uptake and Biodegradation
Due to smaller size of nanoparticles, including dendrimers, they are likely to use a range
of cellular machinery for internalisation and trafficking to various sub-cellular compartments.
The pH also varies in different subcellular compartments of the cell, as well as, in different organs.
The pH becomes more acidic successively from endocytic vesicles to early endosomes (pH 6.5),
late endosomes, and lysosomes (pH < 5.5) [126]. Seib et al. have shown that PAMAM can enter
the cells by endocytosis [127], while Lee et al. reported that the configuration of dendrimers is
dependent on the pH of the surrounding [128]. Differences in cellular uptake mechanisms may
exist depending on the surface properties. For instance, in A549 lung epithelial cells (a cancer
cell line) anionic G3.5-carboxyl-terminated PAMAM were shown to mainly be taken up by
caveolae-mediated endocytosis, whereas hydroxyl and amine terminated G4 PAMAM were taken
up by a non-clathrin-dependent mechanism [129]. Albertazzi et al. demonstrated that dendrimers
are internalised by both clathrin-dependent endocytosis and macropinocytosis in HeLa cells and
are eventually delivered to the lysosomal compartment [130]. Overall, understanding the stability of
dendrimers at different pH values is important as this will aid in the understanding of their intracellular
fate and, hence, in their utility as drug delivery vehicles or as imaging probes. The biocompatibility of
dendrimers must be accompanied by a fast renal elimination, excretion, or by biodegradation, while the
degradation products must be non-toxic [80,131]. Commercially available PAMAM dendrimers are
reported to be relatively resistant to hydrolysis [132]. Feliu et al. reported that hydroxyl terminated
2,2-bis(methylol)propionic acid dendrimers (bis-MPA) are degradable at physiological pH (7.5) but
not at acidic pH (4.5) (no degradation after 40 days), indicating the stability increases at low pH.
These dendrimers were also found to be non-cytotoxic to HeLa, THP.1 cell lines and also to primary
human macrophages [131].
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Recent studies have demonstrated that, when immortalised, non-cancerous human keratinocyte
(HaCaT) cells were treated with DL-Buthionine-(S,R)-sulfoximine (BSO), the active uptake of PAMAM
dendrimers was suppressed, and when passively uptaken, the dendrimers act as anti-oxidants, rather
than oxidants, eliminating the initial phase of endocytosis associated oxidative stress contribution
to the toxic response [133]. BSO has previously been employed to study the effects of the reduction
of levels of the intracellular antioxidant glutathione (GSH); and therefore oxidative stress [134–137],
but has also been shown to cause membrane permeabilisation. The increased permeability of the
membrane allows passive uptake of the dendrimers, by passing the endocytosis pathway [138]. Notably,
in a study by Khalid et al. while the larger, higher generations of the aminated nanoscale dendrimers
poly(propylene imine) (PPI) were demonstrated to elicit oxidative stress and significant toxicity,
the smaller, lower generations exhibited intracellular antioxidant behaviour and low toxicity [114].
Importantly, these studies highlight that the process of endosomal digestion of the dendrimers in itself
contributes significantly to the toxic response. As a strategy for drug release, endosomolysis can be
extremely disruptive to the cell [102] and therefore, in the case of cationic nanoparticles for intracellular
nanomedical applications, avoiding the process of endocytosis may be a valid strategy to pursue [139].
In terms of therapeutic applications, direct entry into the cytosol may be a more convenient route for
drug or gene delivery.
3.1.4. In Vitro Eco Toxicological Studies
As well as potential hazards of human exposure, the increased use of dendrimers in a range
of nanomedical applications increases the risks of environmental exposure, warranting a thorough
investigation of potential ecotoxicological impacts of these materials. Although such studies are
limited, the results are consistent with those observed for human based studies.
As in the case of in vitro cytotoxicological studies in mammalian systems, a systematic dose and
generation dependent toxicological response was observed in fresh water ecological organisms [49].
Rainbow trout gonadal fish cell-line (RTG-2) was seen to be the least sensitive to the PAMAM
dendrimers [49]. Toxicity was found to be generation dependent in each test organism; the toxicity
order is G6 > G5 > G4. Among the two fish cell lines used, PLHC-1 (Poeciliopsis lucida hepatocarcinoma
cells) is more sensitive than RTG-2. Furthermore, the toxic mechanism of PAMAM dendrimers was
investigated in the fish cell line (PLHC-1) by Naha et al. and the results suggested that the toxicity
is initiated by the generation of reactive oxygen species, followed by DNA damage and cell death
(Figure 3) [72]. The generation of ROS and DNA damage is related to the number of surface amine
group and dendrimer generation [72]. As the envisioned applications of PAMAM dendrimers are in
low dose nanomedical applications, it is expected that the release the environment through domestic
or even clinical waste will be very low. However, a greater potential exposure risk may be presented
through industrial effluent from the source manufacturers, and so a risk management strategy should
be established.
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4. Conclusions
PAMAM dendrimers are well-defined nanomaterials of great interest for biomedical applications
such as drug delivery system, in diagnostics and in imaging. In this review, the current information of
the PAMAM dendrimers toxicity in different models has been detailed. In summary, amine terminated
PAMAM dendrimers induce toxicity in the range of models discussed above. Furthermore, the toxic
response increases systematically with generation, correlated with the number of surface amine
groups. However, hydroxyl (–OH) and carboxylic acid (–COOH) terminated PAMAM dendrimers
have been shown to be significantly less toxic. The importance of surface modification is highlighted,
which improves the biocompatibility of the amine terminated PAMAM dendrimers. This is
beneficial for the design of biocompatible dendrimers for biomedical applications. However,
the pharmacokinetics, biodistribution, biodegradation, and chronic toxicity of PAMAM dendrimers
are not yet clearly understood. Further studies in this area are sorely needed for the development of
biocompatible dendrimers for biomedical applications.
Conflicts of Interest: The authors declare no conflict of interest.
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