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FIG. 2 (color online).

A 7 pm planar unrubbed cell of M2 between crossed polarizers at different temperatures. The length of the

white bar is 100 um (a) N, phase, T = 140 °C, (b) N, phase, uniform, 7 = 135 °C, (c) N, phase, striped, T = 120 °C.

transmission signal when an ac electric field is applied
across the cell [11]. Hence ferroelectricity does not cause
the observed periodic deformation.

In (anti)parallel rubbed planar cells the stripes are highly
uniform and their period D is found to be equal to double
the cell gap d within the experimental error [Fig. 3(a)]
when the cell thickness is varied from 2 pum (the lowest
cell gap we have experimented with) to about 10 wm (for
thicker cells the stripes break into a two-dimensional pat-
tern). The color of the pattern varies from gray in thin cells
to multicolor stripes in thicker cells. A large number of
higher order interference colors [Fig. 3(a), bottom inset] in
thicker cells leads us to conclude that there is a gradual

FIG. 3 (color online). (a) Pattern periodicity in different ma-
terials as a function of the cell gap. D = 2d is an eye-guide line.
The insets explain the definition of the pattern period D using
(bottom) POM image of M3 at 110 °C in 9 um commercial cell
with the rubbing direction rotated by 20° from the polarizer axis
and (top) a schematic cross section of the proposed molecular
distribution by the y-z plane. (b)-(d) Rotation of a 5 pwm planar
rubbed cell in crossed polarizers. M3, T = 110 °C. Image height
~40 pum. The angle between the polarizer (P) and the rubbing
direction (R) is (b) 0°, (c) 20°, (d) 45°.

periodic change in integrated birefringence producing a
wide range of retardation values. This is true for both
commercial (EHC. Co., KSRP-XX-A2 || PINSS) and
homemade cells (aligning agent RN1175, Nissan
Chemicals, Japan). The cell gaps were measured using a
spectrometer and the pattern periodicity is obtained by a
microscope-attached CCD camera calibrated with an
object micrometer. These provide measurement errors neg-
ligible compared to the unavoidable nonuniformities of the
pattern and cell gaps.

When a cell is rotated between the crossed polarizers
[Figs. 3(b)-3(d)] the color pattern changes as expected
from a space-modulated retarder. From the analysis of
the intensity and the colors appearing between the crossed
polarizers, we suggest that both the birefringence and its
axis deviation from the rubbing direction (in the x-y plane,
see Fig. 4) are periodic functions of the y coordinate.
Moreover, the maxima of the birefringence correspond to
the extreme deviations of its axis from the rubbing direc-
tion. When the projection of the director to the x-y plane
coincides with the rubbing direction, the birefringence
reaches its minimum value. Here we assume that the
birefringence is integrated over the cell thickness along

FIG. 4 (color online). Definition of the coordinates and angles
of the director distribution. Rubbing direction (R) is parallel to
the x axis. @ and ¢ are the polar and the azimuthal angles,
respectively.
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FIG. 5 (color online). XRD patterns of samples aligned by
~1 T magnetic field on cooling. (a),(b) M1, (c),(d) M3, (a),
(c) N, phase, (b),(d) N, phase.

the z axis and its change is caused by the change in the
polar angle 6 (Fig. 4). Therefore maximum values of
the apparent birefringence at a particular value of the
y coordinate imply @ = 0 across most of the cell thickness
at the point. A detailed investigation is restricted by the
resolution limit of the optical microscope; moreover, the
2D image cannot carry the information about the molecular
distribution along the z axis. However, we estimate that
the maximum deviation of the birefringence axis from
the rubbing direction is at least =15° and the variation
between the maximum and minimum values of birefrin-
gence is at least 20%.

Figures 5(a) and 5(b) show x-ray diffractograms of M1
at 120 °C (N, phase) and 100 °C (N, phase), respectively.
For clarity the intensity recorded in the isotropic phase
(130°C) has been subtracted from both patterns. The
diffractograms show typical features of a nematic phase:
a diffuse wide angle scattering located around the equator,
dominating the x-ray diffraction (XRD) pattern and a
diffuselike scattering on the meridian in the small angle
region. The position, and the intensity of the small angle
scattering change only slightly going from the N, to the N,
phase. For M3 a broadly similar behavior is detected.
Typical diffractograms in the N, (160°C) and N,
(100 °C) phases are shown in Figs. 5(c) and 5(d), respec-
tively. No significant increase in the small angle intensity
occurs on transition into the low temperature N, phase in
all the three materials. This confirms the absence of the
layer formation and excludes a smectic phase.

Let us consider the simplest nematic director field as
n = (cosf cosg, cosh sing, sinf) satisfying the above
conditions. Here d is the cell gap; ¢ and 6 are the
azimuthal and polar angles of deviation from the uniform
planar state; x, y, and z are the Cartesian coordinates
defined in Fig. 4.

¢ = ®cos(mz/d) sin(ary/d), (1)

0 = O cos(wz/d) cos(my/d). )

While this director distribution at the cell surfaces (z =
+d/2) corresponds to the ideal planar alignment along
the x axis, in the bulk (z = 0) extremes of the polar angle
(i.e., minima of apparent birefringence) alternate with
extremes of the azimuthal angle as found in the experi-
ment. Since the experimental data show the same linear
dependence between the cell gap and the pattern period-
icity for all the materials and alignment layers, we do not
need to introduce an anchoring energy or extrapolation
length in our model. Then the classical form of the elastic
energy density per unit of the x axis is given as

F = f_d‘/jjz j’_dd{Kll(v . n)2 =+ KZZ[n . (v X n)]2
+ Kln X (V X m)P)dydz. 3)

Here K;;, K, and K33 are the splay, twist, and bend
elastic constants, respectively. The integration limits cor-
respond to the stripe domain period of the y axis and the
cell surfaces for the z axis. The divergence terms such as
K5, and K3 do not appear in the final result as their
influence in this symmetric geometry vanishes on
integration.

In order to simplify the analysis we assume that the
structure modulation amplitude is the same for both azi-
muthal and polar angles (i.e., ® = 0) and is small enough
for the director field components to be truncated at ®* in
the Taylor series expansion. Then the free energy can be
obtained as

F = (772K11 + 7T2K22)®2

9772 1772 w?
+ <_§K“ - TKQQ + 71{33)@4 + 0(@6)
“)

Differentiating Eq. (4) over ® gives a third degree poly-
nomial which apart from the trivial solution ®,; = 0 cor-
responding to the uniform structure has two roots that
correspond potentially to the spontaneous periodic distor-
tion in the liquid crystalline system.

VOK;; + 17Ky — 16K33)(K |y + Ky)

0,; = *+4 (5)
For the distortion to appear at least two conditions must be
satisfied: (a) ©, 3 have to be real and (b) the free energy at
0, ; must be less than the one for the uniform structure
F(©;). On substituting (5) into (4) and comparing with
F(®, = 0) = 0, we obtain the energy condition

(9K, + 17K,y — 16K33) < 0. (6)

Considering the value under the root in Eq. (5) to be
positive in the context of Eq. (6) gives the real root exis-
tence condition:
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(K + Kp) <0. 7)

We must also comment on the limitation of our model
caused by a limited number of terms used in the series
expansion. We would consider the results of the model to
be reliable when |®] in Eq. (5) does not exceed unity radian.
The experimental values are estimated to be well within this
range. One can show that for small |®] Eq. (6) is automati-
cally satisfied (i.e., the energy condition is very much model
dependent). Thus the root existence condition Eq. (7) de-
scribes the major physical reason for the observed stripe
pattern provided that ® is within reasonable limits.

It is likely that ® # ®. Defining a = ®/0 one can
obtain modified conditions Egs. (6) and (7) as follows:

3K11(Cl4 + Cl2 + 1) + 17K22(12

®)
- K33(3a4 + 10612 + 3) < 0,

(Kll + K22)(1 + 612) < 0. (9)

Since only even degrees of a exist in Egs. (8) and (9), our
qualitative conclusions remain the same.

Though the twist, splay, and the bend elastic constants in
the usual nematic phase are considered to be positive,
theoretically it has been considered that certain molecular
properties can give rise to negative values for some of the
elastic constants. For example, Dozov [9] suggested that
bent-core molecules could give negative values of the bend
elastic constant K33 and produce spontaneous distortions.
Being dimers with an odd number of carbons in the chain
length, these materials could follow this theory as studied
earlier [12]. Nevertheless, Dozov’s analysis cannot be
directly applied to our case, as this predicts disclination
lines in the planar cells to be directed normal to the rubbing
direction and also predicts domains with positive and
negative optical rotations in the homeotropic cells. We
have not observed these experimentally. Moreover, the
bend elastic constant is not involved in the root existence
condition (7). However, using a similar approach, one can
suggest that for dumbbell-shaped molecules (two bulky
mesogens connected by a relatively thin chain), the twist
elastic constant K,, can become negative.

Related more closely to our case, an analysis of the
splay-twist escaped state can be found in [13]. However,
it involves nonsymmetric (hybrid) cells which implies
the influence of the divergence terms K,; (saddle-splay)
and K3 and uses a conventional nematic LC material
(K11, K5, K33 >0). The reported domain periodicity is
proportional to a square root of the cell thickness in
contrast to the linear dependence observed in our case.

Recently Ponti et al. [14] have considered quadrupolar
interactions of the elliptic molecules. They predict that
with increasing the eccentricity of the interaction vol-
ume, K,, can monotonically decrease and even change
sign causing possible instabilities in the nematic orienta-
tion. This model seems favorable in the light of the
above results.

It is likely that on cooling from the N,-N, transition,
either K, or K,, can gradually decrease from zero towards
large enough negative values to satisfy the conditions (8)
and (9) and trigger the formation of the stripe pattern.
However our analysis does not deny the possibility of the
other elastic constant(s) to be negative in this highly un-
usual and interesting phase.

We summarize by concluding that the chain-linked bi-
mesogenic dimers possess a liquid crystalline nematic
phase that exhibits well-defined periodic patterns due to
at least one of the elastic constants (K;; or Kj,,) being
negative. Easily controlled self-assembly properties of
such materials can have potential applications in diffrac-
tion gratings and photonics.

A. Kocot, W.H. de Jeu, J. Thoen, D.J. Photinos, and
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was supported by FP7 EU BIND No. 216025.
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